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APPRO~.t:_~: Vt ~\\(( PRODUCING PlANT CANCELS: J 6003 

'/?:', t(.:.{'j>l) '' ~<1?. SEATTI.E DATE: B/25/69 
f..~f If/", 

ll~IN ~ 9 
DEsCRIPTION 

... 

:r: POUNDS GALLO;.;; 
. : -
220 Whiting 49 .6.3 1000 

251 . Mica, WMG P BOF 11,.89 .300 
. 

260 Sericite, Narvon 19.85 400 

045. Asbestos 7RF 10 7.44 150 

166 Hamaco 277 2,48 50 
. 

.330 Polyvinyl Alcohol .1.98 40 

164 Gzyoxal 80% .40 8 

45.3 Preservative .10 2 

245 Thickener .50 10 

441 HC Talc 2.4!! ;o 

454 Nopco PD 1 .25 ; 

. ·-. ... TOTAL 100.00 2015 
' 

IAAN\JFACTURTNG INSTRUCTIONS: 

l. See Process Bulletin. J .303. 
2. Mixing time sball be 8 minutes minimum and l2 minutes maximum. 

QUALITY CONTROL: 

TM-1. Viscosity, 150 gm cylinder@_; sec 38 - 40 imn 

TM-3 Tape llond 9. - 10 

TM-6 ~pplication Equal to Standard 

TM-7 Workability Equal to Stand2..-:l . 
TM-35 0.25 Boric Acid Test No firm gel &fter l mL~. 
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. ~ , 
PRODUCT ,<;! r:C.IfiCATJCNS; 

I . 

Test Hcthod 

IIA-l 

IIA-lA 

n.1-2 

Il!.-3 

IJ.!-3 

Il!.-5 

Ilt.-9 

TM-10 

IM-12 

IM-16 

TM-18 

TM-25 

Viscosity 150 gm cylinder @ 5 sec 
_2DJ gm tc. 170 cc water .. 

Viscosity (D'.ixing wator of 170 cc/ 
200 gm} (Sq T.C., @ 5 RBI., Helir-oth 
motor on) 

pH ( Bee k"'•n :net er) 

Tape Bond @ 70°F, ~0-70% RH 

Tape Bond :S 42°F, 50-90% PJi 
(after recove1~ at ro~ tc~per~ture) 

Open Time @ 70°F (minutes) 

.Shrinkage (cup method), maximwo 

Edge Cracking € 110°F (normal test) 

Grit - percent total 

Rete of Wetting (seoonds) 

Water Resi5tance( minutes) 

Normal .4pplication Consistency, cc 

38 - ~0 ,,., 

1~0,000 to 325,000 C! 

6,0 to 9.2 

9- 10 

8 - 9 

.32% 

Uor.e 

All p•ssin& 80 :r.eth 
screen 0.05% 

30 max !.rr.u!Il 

2 min::ir..a.,., 

82 - 87 
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